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Operative dentistry 

Q1) Fill the blanks with most appropriate choice (18 marks) 
1. Cavities on the gingival third of the facial and lingual surfaces of all teeth 

are called ----------- 
a. Class II 
b. Class III  
c. Class IV  
d. Class V 

 
2. Axiopulpal line angle should be ----------------------. 

a. Rounded 
b. Beveled 
c. Sharp 
d. Dull 

 
3.      -------------------------- is tooth loss at the cervical area of the tooth due to 

abrasive slurry between two surfaces. 
a. Caries  
b. Erosion 
c. Abrasion  
d. Corrosion 

 
4.   ---------------------- are used to provide thermal protection for the pulp and 

to supplement mechanical support. 
a. Liners 
b. Bases 
c. Sealers  
d. Cements 

 
5. Zinc oxide euginol  has --------------------- nature> 

a. Acidic  
b. Base  
c. Neutral 
d. None of the above 

 
6. To prevent over hang amalgam we use ------------------- 

a. Matrix band 
b. Wedge 
c. Retainer 
d. All the above 

 
7. The activator in light cured composite is --------------------- 

a. Benzophenon 
b. Tertiary amine 
c. Diketone 
d. Benzoyl peroxide 

 
8. Longer exposure of the composite to the light usually is required for the 

polymerization of-----------------------------. 
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a. Opaque shades 
b. Translucent shades 
c. Thick layers 
d. Thin layers 

9. Number of dental pins --------------------- retention of restoration. 
a. increases 
b. decreases 
c. increases with limit 
d. decreases with limit 

Q2) Draw a diagram of hand instrument labeling its main parts. (10 marks) 
 
Q3) arrange the following steps from the first to last one: (13.5 marks) 

 Bonding 

 Celluloid strip placement 

 Tooth preparation 

 Wedge placement 

 Acid etching 

 Polishing 

 Dycal application 

 Light curing 

 Removal of high spot 
 
Q4) What are the properties of an ideal lining material? (8 marks) 
 
Q5) List the roles for resistance form of cl I cavity preparation. (7 marks) 

Q6) Complete the following table (13.5marks) 
 
 Caries  Preparation type 

(according to G V 
Black 
classification) 

Lining, 
cement or 
luting agent 

Type of 
restoration  

1 Gingival third of labial 
surface of upper central 
incisor 

   

2 Distal surface of upper 
canine 

   

3 Mesial surface and 
incisal edge of lower 
incisor 

   

 
 

Crowns and bridges 
 
Q7:   (10 marks) 
A: Difference between retention and resistance (define and factors only)? 
 
B: Difference between mandibular ¾ crown and maxillary ¾ crown? 
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Q8: How can I open the proximal surface of tooth during tooth preparation and 
how can I utilize the biological consideration in this situation? (10 marks) 
 
Q9: patient with 15 years old came to your clinic suffering from 
hypersensitivity and sever pain under old bridge. What do you think about the 
causes? (10 marks) 

 

 

 

 


